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Inertsil ODS-3V Spum Lot.No.VQS5-
Inspected by
Analysis of Silica Gel Specification Result
Median Particle Size [pm] 49-54
Surface Area [m¥/g] 420 - 450
[ Median Pore Diameter | [A] 94-102
Pore Volume [mL/g] 1.00-1.10
| Atomic Emission | [ppm]
Fe <10
Na <10
Al =10
T <1
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